
WEAVING-DYEING-FINISHING
Production line 



DENIM WOVEN FABRIC PRODUCTION FLOW PROCESS

Weaving
•Production of woven fabrics with Infinna 

yarns  (6,5/1 NE %50 Infinna/30 OC/20 
PCW ) 

Reactive 
Dyeing

• Dyeing of woven fabrics produced 
in pad batch machine with reactive 
dyeing

Washing 
& Drying

• Drying of dyed products 
after washing

Finishing

Sanforizi
ng

Test & 
Analyze

• Giving the softening finish

• Sanforizing process



Kipaş Developments

In line with H&M's request, 3 different 
pieces of dyeing were made. 

• 13-111 / 13-133/13-119 lap-dips

13-133 is approved by H&M (11.11.2021)



Weaving



Reactive dyeing



Washing and drying



Finishing
Video

https://docs.google.com/file/d/1faSypWrMTRhr49nrOhvin4QBXVINi2G8/preview


Sanforizing
Video

https://docs.google.com/file/d/1alyNhd3EUQHTQozOpQxkwUiCcGIxW714/preview


Denim 
garments




